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UES MAKINA TEKSTIL İNŞ GIDA SAN TIC LTD ŞTI 
AKıNCILAR MAH SALCI SOK NO 19 GUNGOREN ISTANBUL 
TEL:  02125571040 
FAX: 02125571043 
To the attention of  Beycan Celik   

 
The following sample(s) was (were) submitted and identified by/on behalf of the client as: 

 

Sample No. Sample Description 

A Lazer folyo in transparent 

 

Client’s reference No. : TR 674228-RV1 
   

Buyer : Not Provided 
   

Order No. : Not Provided 
   

Model/Style No. : Not Provided 
   

Article No. : Not Provided 
   

Age Grade : Not Provided 
   

Manufacturer : UES MAKINE 
   

Country of Origin : Not Provided 
   

Country of Destination : Not Provided 
   

Shipment Date : Not Provided 
   

Fiber Composition : Not Provided 
   

Fabric Weight : Not Provided 
   

End Use : Not Provided 
   

Agency : Not Provided 
   

Sample Receiving Date : 31 October 2014 
   
   

Test Performing Period : 31 October 2014 ~ 4 November 2014 
   

   
   

Overall Conclusion : See Results 

Test Results : Please refer to the next page(s). 
   

Performed Test Summary: Selected test(s) as requested by client against Client’s performance standard. 
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The test results relate to the tested items only.  
Test reports without SGS seal and authorized signatures are invalid. 
Reported results do not include uncertainties.  
In this Test Report tests marked (1) are included in the IAS Accreditation Scope of this Laboratory. Opinions and interpretations expressed herein are outside the scope of 
IAS Accreditation. 

 

 
Test Parameters Result 

Chemical tests  A1 

Detection of PVC M 

Phthalates * 

 

Remarks : M = Meets client’s requirement 

  F = Below client’s requirement 

  I  = Inconclusive 

  * = No specified requirement 

Notes: Conclusions on meet/fail are based on the test result from the actual sampling of the received sample(s). 

 Residual sample can be returned to client if requested. 

 

IN THIS REVISED-1 REPORT,SAMPLE DESCRIPTION INFORMATION WAS CHANGED BY THE REQUEST OF APPLICANT. 
THIS REPORT SUPERSEDES OUR REPORT NO:674228 DATED:04.11.2014 
 
 
 
 
 

Arzu Yılmaz 
Customer Services Supervisor 

Evrim Erdem yetkilimüdür 
Customer Services Team Leader 

 

 

 

Issued in Istanbul 
Signed for and on behalf of 
SGS Supervise Gözetme Etüd Kontrol Servisleri A.Ş. 
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Component List / List of Materials for Chemical Test 
 
Sample No. Sample Description Material No. Component  Material  Colour 

 A Lazer folyo  A1  main  Plastic  transparent 

 
 
 
 

Detection of PVC 

Test Method: SGS In House Test Method RSTS-SL-207-1: Beilstein test 

  A1 

Detection of PVC   Negative 

Conclusion  Pass 

Note(s):  

Negative means sample might not contain PVC 

Positive means sample might contain PVC, Fourier Transform – Infrared Spectroscopy (FT-IR) testing is highly recommended 

  

Requirement by the client=   Negative  
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Phthalates¹ 

Test Method: With reference to EN 14372:2004 - Analysis by GC-MS 

Component Cas No A1 

Dibutyl Phthalate (DBP) 84-74-2 n.d. 

Benzylbutyl Phthalate (BBP) 85-68-7 n.d. 

Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 n.d. 

Diisononyl Phthalate (DINP) 28553-12-0 n.d. 

Di-n-octyl Phthalate (DNOP) 117-84-0 n.d. 

Diisodecyl Phthalate (DIDP) 26761-40-0 n.d. 

 Conclusion See Results  

  
 

     

Note(s):  

  

n.d. =  not detected  

Detection Limit = For DBP, BBP, DEHP,DIBP and DNOP: 0,003%, For DINP, DIDP: 0,01%  (for 
individual compound) 

Requirement by the client=  No requirement  

  
  

 

 
 

* * *  End of Test Report  * * * 
 
 

 
 


